
LINEAR SOILS SURVEY AND 
RECOMMENDATIONS 

 

PROJECT NO. SOIB-SOIA-7-002(157)017 
  

PCN  20906 
 

COUNTY Williams 
 

U.S. Highway 2 From  RP 17.200 to RP 18.600 
 
 
 

 
 
 

PREPARED BY: Jordan M. Nehls, P.E. 
 
 

NORTH DAKOTA DEPARTMENT OF TRANSPORTATION 
MATERIALS AND RESEARCH DIVISION 

 
 

JUNE 2016 
  





Copyright:© 2013 Esri, DeLorme, NAVTEQ, TomTom, North
Dakota state agencies and the ND GIS Hub, Source: Esri,
DigitalGlobe, GeoEye, i-cubed, USDA, USGS, AEX,
Getmapping, Aerogrid, IGN, IGP, swisstopo, and the GIS User
Community

0 0.750.375 Miles

Ü

North Dakota state agencies and
the ND GIS Hub

Linear Soils Report and Recommendation

Project: SOIA-7-002(157)017
PCN: 20906
Scope: Aggregate Base, PCC Pavement 
             Reconstruction, Structural/Incidentals
Length: 1.4 Miles
Location: US 2 From near 32nd Ave to near 
                 11th St - Williston
 

End Project - SOIA-7-002(157)017
11th St - Williston
R.P. 18.600

Begin Project - SOIA-7-002(157)017
32nd Ave - Williston
R.P. 17.200

17

18

19



Table of Contents 

Existing Roadway Section ....................................................................................................... 1 

Construction History ............................................................................................................. 1 
Existing Roadway Condition................................................................................................... 2 

Distress Data ........................................................................................................................... 2 
Ride Data .................................................................................................................................. 2 

Soil Sample Distribution ...................................................................................................... 3 

Moisture .................................................................................................................................... 3 
Atterberg Limits ...................................................................................................................... 4 

Swell Potential ........................................................................................................................ 4 

Frost Susceptibility ............................................................................................................... 5 

Group Index ............................................................................................................................. 5 
Existing Surface and Base Section at the Boring Locations ......................................... 6 

Design Recommendations ...................................................................................................... 6 

Design Information ................................................................................................................ 6 

Plan Notes ................................................................................................................................ 7 
 

List of Figures 
Figure 1 – Typical Section R.P. 17.200 to R.P. 18.600 ......................................................... 1 

Figure 2 - Soil Sample Distribution ............................................................................................ 3 
Figure 3 - Frost Susceptibility Distribution ................................................................................ 5 
  

 
List of Tables 

Table 1 - Construction History – R.P. 17.200 to R.P. 18.600 ............................................... 1 
Table 2 – 2015 Distress Data ..................................................................................................... 2 

Table 3 – 2015 Ride Data ........................................................................................................... 2 
Table 4 - Identified Maintenance Areas .................................................................................... 2 

Table 5 - Summary of In-Place and Optimum Moisture Contents ........................................ 3 

Table 6 - Summary of In-Place versus Optimum Moisture Content .................................... 4 

Table 7 - Summary of Atterberg Limits ..................................................................................... 4 

Table 8 - Swell Potential ............................................................................................................. 4 

Table 9 - Group Indices ............................................................................................................... 5 

Table 10 - Surface and Base Section at the Boring Locations ............................................. 6 

 
Appendices 

Appendix A – Soil Classification and Frost Susceptibility 
Appendix B – Pavement Evaluation Log and Subsurface Investigation Scope 
Appendix C – Boring Locations
Appendix D – Summary of Soils Analysis
Appendix E – Lab Results 



Linear Soils Report and Recommendations 
SOIB-SOIA-7-002(157)017 
Page 1 
 

Introduction 
 
Location: U.S. Highway 2 From 32nd Ave to 11th St - Williston 
Reference Points: 17.200 to 18.600 
Project Length: 1.4 Miles 
Proposed Project Scope: Aggregate Base, PCC Pavement Reconstruction, 

Structural/Incidentals 
Investigation Scope: Boring every 500’ along U.S. Highway 2 WB lanes from near 32nd 
Ave to near 11th St in Williston 

 

Existing Roadway Section 
 

Construction History 
 

Table 1 - Construction History – R.P. 17.200 to R.P. 18.600 

Construction History 

Year Construction Depth (in) Width (ft) Oil 

1960 Grade --- 48.0 --- 

1961 Aggregate Base 4.5 45.0 --- 

1961 Emulsified Base 4.5 40.0 SS-1 

1961 Hot Bituminous Pavement 2.0 28.0 120-150 

1990 Hot Bituminous Pavement 2.0 38.0 120-150 

1990 Drive Slope Flattening --- --- --- 

1990 Milling -1.0 28.0 120-150 

1995 Contract Chip Seal --- 38.0 HFMS-2 

1999 Int Cont Patch 1.5 36.0 PG 58-34 

2009 HBP – Superpave – FAA 45 5.5 36.0 PG 58-28 

2013 Slurry Seal --- 24.0 --- 

 

 

 
Figure 1 – Typical Section R.P. 17.200 to R.P. 18.600 
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Existing Roadway Condition 
 

Distress Data 
 

Table 2 – 2015 Distress Data 

 Reference 
Point  

 Alligator 
Cracking  

 
Longitudinal 

Cracking  

 
Transverse 
Cracking  

 Block 
Cracking  

 
Bituminous 

Patching  
 Rutting  

 (0-18)   (0-9)   (0-9)   (0-9)   (0-18)   (0-12)  

17  3  1  7  0  0  6  

18  3  1  7  0  2  6  

Average 3  1  7  0  1  6  

 

 

Ride Data 
 
Table 3 – 2015 Ride Data 

 
Reference 

Point  

 Distress Score   Rut (inches)  

 International 
Roughness  

 Index (inches/mile)  

 
Excellent  

 ≥ 98   Excellent   < 0.25   Excellent   < 61  

 Good   88 - 97   Good  
 0.25 - 
0.375  

 Good   61 - 99  

 Fair   77 - 87   Fair  
 0.376 - 

0.50  
 Fair   100 - 145  

 Poor   ≤ 76   Poor   > 0.50   Poor   >145  

17 82 0.24 69 

18 80 0.21 129 

Average 81 0.23 99 

 
 

Maintenance Review 

 
Date of Maintenance Review(s): 5/2/2016 
Materials and Research Person Conducting the Review: Jamie Naumann 
District Maintenance Person Conducting Review: Rick Sigvaldsen, Williston District, 
Maintenance Superintendent 
 
The maintenance review was conducted for both the EB and WB lanes.  The 
summary of the identified maintenance areas are shown in the following table.   
The pavement evaluation log can be found in Appendix B. 
 
Table 4 - Identified Maintenance Areas 

Location RP + Feet Distress Identified Drilling Required (Yes or No) 

17+2930 WB To 18+2885 WB Rutting (Approx. 0.25”) No 

18+0229 EB To 18+0330 EB Blade Patch at Crossroad No 

17+2930 EB To 18+3461 EB Rutting (Approx. 0.25”) No 
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Summary of Soil Analysis 
 
Based on the alignment of the roadway being shifted to the north the borings were 
conducted near the edge line of the WB lanes to more accurately predict the existing 
soil characteristics. 
 

Soil Sample Distribution 
 

 
Figure 2 - Soil Sample Distribution 

 
 
Moisture 

 
The moisture contents provided in this report and summarized below have been 
obtained from samples taken on 5/24/16. 

 
Table 5 - Summary of In-Place and Optimum Moisture Contents 

Quantity 
AASHTO 

Classification 

In-Place 
Moisture 

Range (%) 

In-Place 
Moisture 

Average (%) 

Optimum 
Moisture 

Average (%) 

Difference 
Between 

Average In-
Place and 
Optimum 

Moistures (%) 

10 A-6 10.2-17 13.6 9 4.6 

2 A-7-6 14.1-16.3 15.2 10.4 4.8 
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Table 6 - Summary of In-Place versus Optimum Moisture Content 

 
 

Quantity 

 
AASHTO 

Classification 

 
Below 

Optimum 

Optimum 
to 

Moderate 
(0 to 6% 

over 
optimum) 

Moderate 
to 

High 
(6 to 10% 

over 
optimum) 

 
 

High 
(10 to 

16% over 
optimum) 

 
Very 
High 

(> 16% 
over 

optimum) 

10 A-6 0% 90% 10% 0% 0% 

2 A-7-6 0% 100% 0% 0% 0% 

 
Atterberg Limits 

 
Table 7 - Summary of Atterberg Limits 

AASHTO 
Classification 

Liquid 
Limit 

Range 
(%) 

Liquid 
Limit 

Average 
(%) 

Plastic 
Limit 

Range 
(%) 

Plastic 
Limit 

Average 
(%) 

Plasticity 
Index 
Range 

(%) 

Plasticity 
Index 

Average 
(%) 

A-6 23-39 31 12-16 14 11-25 17 

A-7-6 42-43 42 15-16 15 27-27 27 

 
Swell Potential 
 
The swell potential, which is based on the Plasticity Index (PI), is shown in the 
following table. 
 
Table 8 - Swell Potential 

Low 
(Plasticity Index < 25) 

Marginal 
(25 ≤ Plasticity Index ≤ 35) 

High 
(Plasticity Index > 35) 

75% 25% 0% 
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Frost Susceptibility 
 

 
Figure 3 - Frost Susceptibility Distribution 

 
 
Group Index 
 
The Group Index is a parameter used to evaluate the quality of a soil as a subgrade 
material.  The group index is always zero for A-1, A-2 and A-3 soils (Granular Soils).  
A group index of 20 or greater indicates a “very poor” subgrade material.  The group 
indices are summarized in the following table. 
 
Table 9 - Group Indices 

AASHTO 
Classification 

Group Index Range Group Index Average 

A-6 2-14 7 

A-7-6 14-15 14 
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Existing Surface and Base Section at the Boring Locations 
 
The soil borings were performed on 5/24/16 using a 6 inch solid flight auger. The 
following table represents the pavement section as reported in the field log at the boring 
locations.  

 
Table 10 - Surface and Base Section at the Boring Locations 

RP + Feet   Offset   Asphalt Thickness (ft)   Base Thickness (ft)  

 17+3174   Rt 12 WB  1.3  0.7  

 17+3500   Rt 11 WB  0.9  0.7  

 17+4000   Rt 11 WB  0.9  0.7  

 17+4500   Rt 11 WB  1.0  0.5  

 17+5000   Rt 11 WB  1.0  1.4  

 18+0000   Rt 11 WB  1.0  0.5  

 18+0500   Rt 11 WB  1.0  0.7  

 18+1000   Rt 11 WB  0.9  0.8  

 18+1400   Rt 16 WB  1.0  0.5  

 18+2083   Rt 16 WB  0.9  0.3  

 18+2500   Rt 16 WB  1.0  1.0  

 18+2800   Rt 16 WB  0.9  1.1  

 
Design Recommendations 
 
The new alignment of Highway 2 will be shifted to the north and will be near the existing 
alignment of the westbound lanes.  Soils borings were performed throughout the project 
location at 500’ intervals near the edge line of the westbound lanes.   
 
The existing soils on average have a low group index, low swell potential and are 
uniform throughout the project.  On average the in place moisture is 0% - 6% over the 
optimum moisture.  There were no maintenance areas that required drilling.  The 
existing soils have properties that are suitable for placement of the proposed 
embankment.   
 

Design Information 
 

Compaction Method: T-180 
 
Subgrade Prep: Subgrade Preparation – 12” 
 
  Subgrade Preparation – 12”: 

Perform subgrade preparation to the specified depth.  The subgrade preparation 
quantity shall be calculated based on performing subgrade preparation in all cut 
areas and areas with 18” of fill or less.   

  
Subcut: None 
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Drainage: None 

 
Plan Notes 
 
 None 

 
The recommendations in this report are based on the scope specified in the 
Introduction. If the scope of work, vertical profile or horizontal alignment is 
changed, in either the conceptual phase or the design phase, the Geotechnical 
Engineer must be notified as soon as possible to ensure that there is adequate 
geotechnical information addressing these areas.



 

APPENDIX A 
 

SOIL CLASSIFICATION AND FROST 
SUSCEPTIBILITY 

  



AASHTO Soil Classification System 
 

 
 

 
Frost Susceptibility Index (Bases on US Army Corps of Engineers) 

 

Frost 
Class 

Frost Susceptibility Soil Type Percent Finer than 
0.02 mm by weight % 

F1 Negligible to Low • Gravely Soils 3 – 10 

F2 Low to Medium • Gravely Soils 

• Sands 

10 – 20 
3 – 15 

F3 High • Gravelly Soils 

• Sands, except very 
fine silty sands 

• Clays, PI > 12 

Greater than 20 
Greater than 15 
 
--- 

F4 Very High • All Silts 

• Very Fine Silty 
Sands 

• Clays, PI > 12 

• Varved Clays and 
other fine-grained 
banded sediments 

--- 
Greater than 15 
 
--- 
--- 
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PAVEMENT EVALUATION LOG AND 
SUBSURFACE INVESTIGATION SCOPE 

  



PAVEMENT EVALUATION LOG FOR LINEAR SOIL SURVEY
North Dakota Department of Transportation, Materials & Research
SFN 60472 (9-2013)

Sheet

of

Highway Reference Points Surface Type

to

Picture
Number

Drilling
Required

Location Pavement Distress Description Maintenance Comment

1 1

17+2930 18+2885 Asphalt

17+2930 to

18+2885
Rutting Light rutting (0.25") Due to heavy traffic in West bound

lane.
No

I met with Rick Sigvaldsen on 5/2/2016 and he indicated the road was in good condition. No crack spaces were visable, Last crack seal in

mid 1990's.

SOIA-7-002(157)017
Project Number

20906
PCN

5/2/2016
Date of Survey

Rick Sigvaldsen
Section Maintenance Contact

Jamie Naumann
Completed By

Rutting18+0229 to

18+0330

Miscellaneous blade patch at

crossover

Due to heavy stop and go traffic.

1,2

No

Comments

17+2930 to

18+3461
Rutting Light rutting(0.25") East bound lane

Select One

No

Select One

Select One

Select One

Select One

Select One

Select One

Select One

Select One

Select One

Select One

Select One



DSC00001 DSC00002 
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LINEAR SOILS SURVEY FIELD INVESTIGATION SCOPE 
TO: File 

FROM: Jordan Nehls – Materials and Research (Geotechnical) 

DATE: 5/11/2016 

HIGHWAY: 002.017 

PROJECT NUMBER: SOIA-7-002(157)017 

PCN: 20906 

LOCATION: U.S. Highway 2 From 32nd Ave to 11th St - Williston 

IMPROVEMENT SCOPE: Aggregate Base, PCC Pavement Reconstruction, 
Structural/ Incidentals 

SUBJECT: Linear Soils Survey Subsurface Investigation Scope 

 
We have completed the Maintenance Review of the roadway (attached to this memo) and have 
circulated it to the Williston District for comments.  The linear soils survey field investigation 
scope is based on the improvement strategy for the roadway as per Chapter 7 of the NDDOT 
Design Manual. 
 
 Improvement Strategy:  Major Rehabilitation 
 Investigation Scope:  U.S. Highway 2 From near 32nd Ave to near 11th St in Williston 
 
The following table shows the proposed subsurface investigation scope. 
 

Boring Location Justification for 
Boring 

Boring 
Depth 

Location 

17+1000 To 
18+3200 

Major 
Rehabilitation of 

Roadway 
5 feet 

Conduct 1 boring every 500’ along the 
existing roadway.  A total number of 
approximately 15 borings. 

 
The following are the associated tasks and dates for the completion of the Linear Soils Survey 
and Recommendations for this project. 
 

Task Completion (Anticipated) 
Date 

Maintenance Review with District Maintenance Forces 5/2/2016 

District Review of Findings from Previous Task 5/13/2016 

Linear Soils Survey Field Work Complete 5/16/2016 
Linear Soils Survey Lab Work 5/30/2016 
Linear Soils Survey Report 6/1/2016* 

*Milestone Task 
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SUMMARY OF SOILS ANALYSIS 
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LAB RESULTS 



Report Number SS-16-2016

Department of Transportation, Materials and Research Division

Project NumberWILLIAMSCounty

Date Reported 5/24/2016

Submitted By Naumann

Comments

300 Airport Road, Bismarck ND 58504  (701) 328-6900

District Williston

T-180 AASHTO Test  Method

Page 1 of  3Linear Laboratory Analysis

PCN

SOIB-7-002(157)017

20906

Plasticity Index (-No. 40)
Plastic Limit

Liquid Limit (-No. 40)
% Clay (-0.005 mm)
% Silt (0.074 - 0.005 mm)
% Fine Sand (-No. 40 + No. 200)
% Coarse Sand (-No. 10 + No. 40)
% Pass. No. 10 Sieve
% Pass. No. 4 Sieve
% Pass. 3/8" Sieve

% Organic Content

Frost Class

Depth, Ft.

Depth (Ft.)      |        Moisture (%)

Distance From CenterLine (Ft.)

Lab Number

Field Sample No.

Soil Color
Textural Class
Soil Class (AASHTO M-145)

Optimum Moisture (%)
Maximum Dry Density (pcf)

Avg. Moisture of Sample Depth

Reference Pt + Feet

27
15

42
33
35
19
9

95
98
99

F3

1.3 - 5.0

17+3174

14.1

Rt 12 WB

475

475

BRN/GRY
CLY

A-7-6(15)

10.1
127.8

2 7.4|
3 15.3|
4 16.5|
5 17.2|

27
16

43
34
31
19
10
93
96
98

F3

0.9 - 5.0

17+3500

16.3

Rt 11 WB

474

474

BRN/GRY/BLK
CLY

A-7-6(14)

10.7
126.9

2 15.9|
3 20.5|
4 19.4|
5 9.4|

23
14

36
33
32
20
10
95
98

100

F3

0.9 - 5.0

17+4000

17.0

Rt 11 WB

473

473

BRN/GRY
CLY

A-6(12)

10.6
126.0

2 15.4|
3 15.0|
4 21.3|
5 16.4|

21
13

34
28
35
21
11
95
98

100

F3

1.0 - 5.0

17+4500

11.9

Rt 11 WB

472

472

BRN/GRY
CLY LM
A-6(10)

8.9
130.2

2 5.9|
3 14.0|
4 15.5|
5 12.3|

Scott W. Wutzke, Testing Lab Supervisor
Date Printed: 6/14/2016
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PCN

SOIB-7-002(157)017

20906

Plasticity Index (-No. 40)
Plastic Limit

Liquid Limit (-No. 40)
% Clay (-0.005 mm)
% Silt (0.074 - 0.005 mm)
% Fine Sand (-No. 40 + No. 200)
% Coarse Sand (-No. 10 + No. 40)
% Pass. No. 10 Sieve
% Pass. No. 4 Sieve
% Pass. 3/8" Sieve

% Organic Content

Frost Class

Depth, Ft.

Depth (Ft.)      |        Moisture (%)

Distance From CenterLine (Ft.)

Lab Number

Field Sample No.

Soil Color
Textural Class
Soil Class (AASHTO M-145)

Optimum Moisture (%)
Maximum Dry Density (pcf)

Avg. Moisture of Sample Depth

Reference Pt + Feet

11
12

23
18
33
27
15
92
97

100

F4

1.0 - 5.0

17+5000

10.2

Rt 11 WB

471

471

BRN/GRY
LM

A-6(2)

7.4
135.1

2 7.4|
3 9.8|
4 10.5|
5 13.0|

12
16

28
19
29
25
16
88
94
99

F3

1.0 - 5.0

18+0000

13.0

Rt 11 WB

470

470

BRN/GRY/BLK
SNDY LM

A-6(3)

8.9
131.7

2 8.5|
3 14.7|
4 18.2|
5 10.6|

18
14

32
25
31
23
13
90
93
95

F3

1.0 - 5.0

18+0500

15.0

Rt 11 WB

469

469

BRN/GRY
CLY LM

A-6(7)

9.5
126.5

2 9.4|
3 15.8|
4 9.7|
5 25.1|

16
14

30
21
40
23
11
94
98
99

F3

0.9 - 5.0

18+1000

12.6

Rt 11 WB

468

468

DRK GRY
CLY LM

A-6(6)

8.1
132.6

2 10.0|
3 12.7|
4 15.0|
5 12.8|

Scott W. Wutzke, Testing Lab Supervisor
Date Printed: 6/14/2016
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PCN

SOIB-7-002(157)017

20906

Plasticity Index (-No. 40)
Plastic Limit

Liquid Limit (-No. 40)
% Clay (-0.005 mm)
% Silt (0.074 - 0.005 mm)
% Fine Sand (-No. 40 + No. 200)
% Coarse Sand (-No. 10 + No. 40)
% Pass. No. 10 Sieve
% Pass. No. 4 Sieve
% Pass. 3/8" Sieve

% Organic Content

Frost Class

Depth, Ft.

Depth (Ft.)      |        Moisture (%)

Distance From CenterLine (Ft.)

Lab Number

Field Sample No.

Soil Color
Textural Class
Soil Class (AASHTO M-145)

Optimum Moisture (%)
Maximum Dry Density (pcf)

Avg. Moisture of Sample Depth

Reference Pt + Feet

23
14

37
33
36
17
8

94
96
97

F3

1.0 - 5.0

18+1400

16.1

Rt 16 WB

467

467

BRN
CLY

A-6(13)

10.6
125.3

2 10.5|
3 21.6|
4 19.4|
5 13.0|

25
15

39
35
34
20
7

96
98
99

F3

0.9 - 5.0

18+2083

15.7

Rt 16 WB

466

466

BRN
CLY

A-6(14)

10.7
127.4

2 17.3|
3 17.1|
4 16.2|
5 12.1|

11
14

26
19
39
24
11
93
96
99

F4

1.0 - 5.0

18+2500

11.2

Rt 16 WB

465

465

BRN/GRY
LM

A-6(3)

8.2
131.8

2 5.2|
3 13.2|
4 11.8|
5 14.5|

11
15

26
17
34
21
13
85
91
95

F4

0.9 - 5.0

18+2800

13.5

Rt 16 WB

464

464

BRN
LM

A-6(2)

7.6
132.4

2 7.7|
3 18.1|
4 16.6|
5 11.5|

Scott W. Wutzke, Testing Lab Supervisor
Date Printed: 6/14/2016
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