North Dakota Department of Transportation
2019 Glass Beads Tested

All lots meet gradation, roundness, and coating requirements.
Copies of reports are available by request at 701-328-6902 or swwutzke@nd.gov

Water Based
Manufactured by Potters Industries, Moose Jaw, Sask

MJ-H-21119-1 2/21/2019 MJ-H-21119-2 2/21/2019
MJ-H-21519-1 2/25/2019 MJ-H-21519-2 2/25/2019
MJ-H-22519-1 3/5/2019 MJ-H-22519-2 3/5/2019
MJ-H-30419-2 3/12/2019 MJ-H-30119-1 3/12/2019
MJ-H-30419-1 3/12/2019 MJ-H-32219-1 4/1/2019
MJ-H-32219-2 4/1/2019 MJ-H-32519-1 4/3/2019
MJ-H-32519-2 4/3/2019 MJ-H-32919-1 4/16/2019
MJ-H-32919-2 4/16/2019 MJ-H-40819-1 4/30/2019
MJ-H-40819-2 4/30/2019 MJ-H-61019-2 6/17/2019
MJ-H-61719-1 6/25/2019 MJ-H-61719-2 6/25/2019
MJ-H-62419-1 7/1/2019 MJ-H-62419-2 7/1/2019
MJ-H-70219-1 7/10/2019 MJ-H-41519-1 5/7/2019
MJ-H-41519-2 5/7/2019 MJ-H-42219-1 5/7/2019
MJ-H-42219-2 5/7/2019 MJ-H-50319-1 5/16/2019
MJ-H-50319-2 5/16/2019 MJ-H-50619-1 5/16/2019
MJ-H-50619-2 5/16/2019 MJ-H-51019-1 5/20/2019
MJ-H-52119-1 5/30/2019 MJ-H-52119-2 5/30/2019
MJ-H-52719-1 6/6/2019 MJ-H-52719-2 6/6/2019
MJ-H-60319-1 6/11/2019 MJ-H-60319-2 6/11/2019
MJ-H-70819-1 7/17/2019 MJ-H-71119-1 7/18/2019
MJ-H-71619-1 7/23/2019 MJ-H-72219-1 7/31/2019
MJ-H-72219-2 7/31/2019 MJ-H-72919-1 8/6/2019
MJ-H-81919-1 8/26/2019 MJ-H-81919-2 8/26/2019

MJ-H-91619-1 9/25/2019 MJ-H-91619-2 9/25/2019



North Dakota Department of Transportation
2019 Glass Beads Tested

All lots meet gradation, roundness, and coating requirements.
Copies of reports are available by request at 701-328-6902 or swwutzke@nd.gov

MJ-H-92319-2 9/30/2019



North Dakota Department of Transportation
2019 Glass Beads Tested

All lots meet gradation, roundness, and coating requirements.
Copies of reports are available by request at 701-328-6902 or swwutzke@nd.gov

Epoxy Based
Manufactured by Potters Industries, Moose Jaw, Sask

MJ-H-61019-1 6/17/2019 MJ-H-70219-2 7/10/2019
MJ-H-52119-3 5/30/2019 MJ-H-70919-1 7/18/2019
MJ-H-70919-2 7/18/2019 MJ-H-71119-2 7/18/2019
MJ-H-71519-1 7/23/2019 MJ-H-71519-2 7/23/2019
MJ-H-71619-2 7/23/2019 MJ-H-72919-2 8/6/2019
MJ-H-82619-1 9/3/2019 MJ-H-82619-2 9/3/2019

MJ-H-92319-1 9/30/2019



North Dakota Department of Transportation
2019 Glass Beads Tested

All lots meet gradation, roundness, and coating requirements.
Copies of reports are available by request at 701-328-6902 or swwutzke@nd.gov

Water Based
Manufactured by Ennis-Flint

HLO219L0039 2/20/2019 HL0219L0041 2/20/2019
HL0219L0042 2/20/2019 HL0219L0038 2/20/2019
HLO219L0050 2/25/2019 HL0219L0051 2/25/2019
HLO219L0048 2/25/2019 HL0219L0047 2/25/2019
HLO219L0045 2/25/2019 HL0219L0044 2/25/2019
HL0219L0064 3/5/2019 HL0219L0067 3/5/2019
HLO219L0068 3/5/2019 HL0219L0069 3/5/2019
HLO219L0063 3/5/2019 HLO319L0123 4/16/2019
HLO319L0122 4/16/2019 HLO319L0119 4/16/2019
HLO319L0120 4/16/2019 HLO319L0121 4/16/2019
HLO419L0128 4/30/2019 HLO419L0124 4/30/2019
HLO419L0125 4/30/2019 HLO419L0126 4/30/2019
HLO419L0127 4/30/2019 HLO519L0174 5/20/2019
HLO519L0173 5/20/2019 HLO519L0172 5/20/2019
HLO519L0171 5/20/2019 HLO519L0161 5/20/2019
HLO619L0240 7/12/2019 HLO619L0232 7/12/2019
HLO619L0231 7/12/2019 HL0619L0242 7/12/2019
HLO619L0241 7/12/2019 HLO818L0309 8/28/2019

HLO818L0312 8/28/2019 HLO718L0282 9/25/2019



North Dakota Department of Transportation
2019 Glass Beads Tested

All lots meet gradation, roundness, and coating requirements.
Copies of reports are available by request at 701-328-6902 or swwutzke@nd.gov

Epoxy Based
Manufactured by Ennis-Flint

HLO219L0039 2/20/2019 HL0219L0041 2/20/2019
HL0219L0042 2/20/2019 HL0219L0038 2/20/2019
HLO219L0050 2/25/2019 HL0219L0051 2/25/2019
HLO219L0048 2/25/2019 HL0219L0047 2/25/2019
HLO219L0045 2/25/2019 HL0219L0044 2/25/2019
HL0219L0064 3/5/2019 HL0219L0067 3/5/2019
HLO219L0068 3/5/2019 HL0219L0069 3/5/2019
HLO219L0063 3/5/2019 HLO319L0123 4/16/2019
HLO319L0122 4/16/2019 HLO319L0119 4/16/2019
HLO319L0120 4/16/2019 HLO319L0121 4/16/2019
HLO419L0128 4/30/2019 HLO419L0124 4/30/2019
HLO419L0125 4/30/2019 HLO419L0126 4/30/2019
HLO419L0127 4/30/2019 HLO519L0174 5/20/2019
HLO519L0173 5/20/2019 HLO519L0172 5/20/2019
HLO519L0171 5/20/2019 HLO519L0161 5/20/2019
HLO619L0240 7/12/2019 HLO619L0232 7/12/2019
HLO619L0231 7/12/2019 HL0619L0242 7/12/2019
HLO619L0241 7/12/2019 HLO818L0309 8/28/2019

HLO818L0312 8/28/2019 HLO718L0282 9/25/2019



North Dakota Department of Transportation
2019 Glass Beads Tested

All lots meet gradation, roundness, and coating requirements.
Copies of reports are available by request at 701-328-6902 or swwutzke@nd.gov

Epoxy Based
Manufactured by Potters Industries, Muscatine, lowa

MU-H-071219-3 7/23/2019



North Dakota Department of Transportation
2019 Glass Beads Tested

All lots meet gradation, roundness, and coating requirements.

Copies of reports are available by request at 701-328-6902 or swwutzke@nd.gov

Epoxy Based
Manufactured by Potters Industries, Kingman, AZ

KI-H-071719 8/16/2019





