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Construction Report 
Comparison of Rehabilitation Strategies on Long Term Ride 

Performance 
ND 2003-01 

Purpose and Need 

The NDDOT typically designs flexible pavements using a 20 year design life.  

Due to the types of materials used, environmental conditions, changes in traffic 

volumes, etc., not all pavements last 20 years.  Some pavements will last longer than 

20 years while other pavements fall short of their design life, which essentially becomes 

its effective service life.  Whenever the pavement reaches the end of its service life, 

existing distresses in the pavement, safety concerns, and subgrade strengths will 

dictate the course of corrective action to be taken in order to maintain adequate ride 

quality while lowering maintenance cost. 

Several rehabilitation strategies are available depending on the existing 

pavement condition.  For pavements that are severely distressed, mine and blend or 

reconstruction is usually the best option to pursue.  Some pavement sections are 

considered borderline as to the severity of the distresses, and the subsequent 

rehabilitation option that should be pursed.  A question has been raised as to whether a 

mine and blend or reconstruction is necessary, or could a less costly HBP overlay be 

used to extend the service life of the roadway. 

Hot Bituminous Pavement (HBP) overlays have been a standard rehabilitation 

method used by virtually all State Highway Agencies, including the NDDOT for 

numerous years.  However, in choosing the overlay option, existing distresses in the 

pavement may reoccur in several years after the overlay is constructed.  The primary 

distress that occurs in the overlay comes from cracks that reflect through from the 

existing pavement structure.  These cracks can degrade the ride quality after several 

years as well as increase maintenance costs.  It has been proposed that overlays 

thicker than the standard 20 year design life maybe an effective and economical 

approach to extend the service life of flexible pavements. 
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Objective 

This study will evaluate the use of various rehabilitation strategies for extending 

the effective service life of NDDOT roadways.  The objective of this study is to 

determine which rehabilitation strategy is most effective in correcting existing roadway 

distresses. The objective will be met by selecting a roadway exhibiting distresses that 

are deemed borderline as to which rehabilitation strategy to pursue, and construct 

multiple sections based on the rehabilitation options in question.   

Scope 

To compare rehabilitation strategies, sections of the roadway will be rehabilitated 

using the following designs: 

o 20-year design for Mine and Blend with HBP overlay 

o 20-year design for HBP overlay 

o HBP overlay greater than the standard 20-year overlay design 

The projects will be evaluated over a 20 year period or until failure with the 

possibility of extending the evaluations based on the performance after 20 years. The 

items that will be monitored and evaluated are as follows: 

o Distresses (cracks, rutting, etc.) 

o Ride (IRI) 

o Construction and maintenance costs (from RIMS) 
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Location 

Two projects were selected for evaluation. They are NH-6-081(053)192 and NH-

6-081(055)204, with the projects being built in 2005 and 2008 respectively.  The 

projects are located in Pembina and Walsh Counties on US Highway 81 from RP 

192.427 to RP 218.476.  The projects start north of Grafton and proceeds to the junction 

of ND 5 at Hamilton.  Refer to Figure 1 for the location of the research sections. 

Figure 1 - Project Location. 

 
End of Project 
NH-6-081(055)204 

RP 218.476 

Beginning of Project 
NH-6-081(053)192, 

RP192.427  

Beginning of Project 
NH-6-081(055)204 and End of 
Project NH-6-081(053)192, 

RP 204.453 
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Project History 

RIMS Data 

 The existing roadway section in RIMS is as follows: 

RP 192.3135 NORTH URBAN LIMITS TO COUNTY LINE 7.8415 Miles 

Surface 
Components 

Left 
Shld. 

Roadway 
Width 

Right 
Shld. 

Year Material Depth 

Grade  36’  1940   

Stabilized Base  32’  1944  6.0” 

Cold Bituminous Pavement  22’  1944 MC-3 1.5” 

Hot Bit Pavement  32’  1958 150-200 1.5” 

Hot Bit Pavement  24’  1958 120-150 2.0” 

Hot Bit Pavement  24’  1975 200-300 2.0” 

Hot Bit Pavement 1.5’  1.5’ 1975 200-300 2.0” 

Reclamite    1977   

Contract Chip Seal  24’  1989 MC-3000  

Int Cont Patch-1.5”  24’  1993 120-150  

Comments:  PCN 12201 widened shoulders and placed Class 5 Aggr. on widened part 
                    of shoulder, also installed right and left turn lanes. 

 

RP 200.2680 CO LN N TO N JCT 66 ST THOMAS 4.1917 Miles 

Surface 
Components 

Left 
Shld. 

Roadway 
Width 

Right 
Shld. 

Year Material Depth 

Grade  36’  1947   

Aggregate Base  26’  1947  2.5” 

Aggregate Base  33’  1948  5.0” 

Stabilized Base  32’  1948  2.0” 

Hot Bit Pavement  22’  1948 120-150 2.0” 

Hot Bit Pavement  24’  1975 200-300 2.0” 

Hot Bit Pavement 1.5’  1.5’ 1975 200-300 2.5” 

Reclamite    1977   

Contract Chip Seal  24’  1989 MC-3000  

Int Cont Patch-1.5”  24’  1993 120-150  

Comments:  PCN 12201 widened shoulders and placed Class 5 Aggr. on widened part 
                    of shoulder, also installed right and left turn lanes. 

 

 The traffic data for the two projects involved in this research project is listed in 

Table 1 below. 

Year Project Project Limits 
Passenger 

Car 
Truck Total 

30
th 

Max 
Hr 

Two-way Flex 
ESALs 

2000 NH-6-081(053)192 RP192.427-204.453 1,850 350 2,200 220 280 

2005 NH-6-081(055)204 RP204.453-215.672 685 140 825 85 105 

Table 1: Traffic Data 
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Design Summary 

 

NH-6-081(053)192 

The 1993 AASHTO Design Guide was used to calculate the required 20 year 

design life overlay thickness and the required mine and blend section.  The 

recommended overlay thickness is 3.5” of Class 31 HBP.  The recommended thickness 

for the mine and blend section is 18” of total base with 7” of Class 31 HBP.  It is 

proposed that the project be broken into segments of a 3.5” HBP overlay, 5.0” HBP 

overlay, and the mine and blend recommendation.  These sections were chosen to 

determine the following; how soon reflective cracking will appear (within the overlay 

sections), which section will maintain the desired ride quality, which section will reach or 

surpass the desired design life, and also to compare the maintenance costs. 

The 3.5” overlay will be from RP 192.427 to RP 196.000, the 5.0” overlay will be 

from RP 196.000 to RP 203.000, and the mine and blend section will be from RP 

203.000 to RP 204.453. The proposed typical sections are located in Appendix A.   

 

NH-6-081(055)204 

The 1993 AASHTO Design Guide was used to calculate the required 20 year 

design life overlay thickness and the required mine and blend section.  The 

recommended overlay thickness is 2.5” of Class 31 HBP.  The recommended thickness 

for the mine and blend section is 18” of total base with 6.5” of Class 31 HBP.  It is 

proposed that the project be broken into segments of a 2.5” HBP overlay, 3.5” HBP 

overlay, 5.0” HBP overlay, and the mine and blend recommendation.  These sections 

were chosen to determine the following; how soon reflective cracking will appear (within 

the overlay sections), which section will maintain the desired ride quality, which section 

will reach or surpass the desired design life, and also compare the maintenance costs. 
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Construction Summary 

NH-6-081(053)192 

This project included widening the existing roadway, aggregate shoulders, culvert 

replacements and turn lanes. This project was constructed in the summer of 2005, and 

the prime contractor was Northstar Materials and the project engineer was Caleb 

Christman of the Grand Forks District.  The cost of the project was $3,131,856. 

The project was broken into the following sections: 

Section 1 – 3.5” overlay from RP 192.427 to 196.000 

Section 2 – 5.0” overlay from RP 196.000 to 202.957 

Section 3 – Mine & Blend from RP 202.957 to 204.453 

 The first lift of the overlay sections was placed as a leveling course, and placed 

by blade leveling. The remaining lifts were placed with a paver equipped with automatic 

height adjustment. An overview of Section 1 is show in Photo 1. 

 

 

Photo 1 – Overview of Section 1 
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 There were three areas of patching over the length of the project. These patches 

span from reference points 194.119 to 194.383, 194.497 to 194.516, and 197.452 to 

197.471. The patches were results of a malfunction of the automatic height adjust on 

the paver during the final lift of paving. The patches were needed to achieve the 

minimum pavement thickness. All of the patches were in the southbound lane. An area 

that required blade patching after the final paver lift is shown below in Photo 2. 

 

 

Photo 2 – Blade patching after final paver lift. 

 

The southbound lane also had areas where the pneumatic tire roller had picked 

up asphalt from RP 193.0 to 194.5. This section of roadway was paved on an afternoon 

that was unseasonable cold and windy, which made it difficult to maintain a consistent 

temperature on the roller tires. There were no other surface deformations present at the 

time of the evaluation. 
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Photo 3 – Area where pneumatic roller tires picked up asphalt 

 

On September 21, 2005 Materials and Research collected IRI data, using a light 

weight inertial profiler, over the entire length of the project. This information is listed in 

Appendix B. The IRI data was then broken down for Sections 1 through 3 listed below. 

Table 2 summarizes the data for the northbound and southbound lanes. It should be 

noted that on the afternoon the IRI data was collected there was some mud and asphalt 

paddies on the driving surface that may have had some small effect on the recorded 

IRI. 

 

Location RP Rehab Strategy 
Average IRI (9/21/05) 

NB SB 

Section 1 192.427-196.000 3.5” AC overlay 50.7 60.1 

Section 2 196.000-202.957 5.0” AC overlay 49.2 48.0 

Section 3 202.957-204.468 Mine & Blend 41.8 55.7 

Table 2: Average IRI values for each research section 

 

Project NH-6-081(053)192 was otherwise completed as designed, and apart from the 

isolated areas that experienced problems during paving, the roadway does not show 

any conspicuous signs of distress in the pavement section. The initial IRI data shows 
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that Section 1 has the highest IRI values in both the northbound and southbound lanes 

of the three sections. Areas between RP 193.0 and 194.5 in the southbound lane where 

the pavement was being picked up by the pneumatic roller did seem to increase the IRI 

numbers in the southbound lane of Section 1. These problems that were experienced 

during paving should not affect the overall performance of the pavement.  

 This project will be monitored and evaluated every two years for 20 years, or until 

the effective service life has been met and the roadway requires rehabilitation. 

 

NH-6-081(055)204 

This project is to begin in the spring of 2007 with widening, culvert replacement 

and misc. The mine and blend, base, and surfacing will be completed in the fall of 2008. 

Evaluation of project NH-6-081(055) 204 will commence after construction begins 

on this project and shall be included in the first evaluation of project NH-6-081(053)192. 

 

 

First Evaluation 

 On November 25, 2008 Materials and Research personnel traveled to the 

Highway 81 rehabilitation strategy test sections between RP 192.427-215.672. Project 

NH-6-081(053)192 is positioned between RP 192.427-204.453 and project NH-6-

081(055)204 lies between RP 204.453-215.672.  However, project NH-6-081(055)204 

was delayed until summer 2008, at which point the entire length was reconstructed as a 

mine and blend project. For this reason, research concerning this section has been 

terminated. The findings of the first evaluation are as follows. 

 

NH-6-081(053)192 

Section 
Rehab Strategy 

RP 
Test Section 

Length 
Distresses (11/25/08) 

1 3.5”: AC overlay 192.427-196.000 3.573 mi 129 transverse cracks 

2 5.0” AC overlay 196.000-203.000 7 mi 190 transverse cracks 

3 Mine and Blend 203.000-204.453 1.453 mi 2 transverse cracks 

Table 3: Distresses located in each research section 
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NH-6-081(053)192 

Location Rehab Strategy 
9/21/2005 11/25/2008 

Average IRI Average IRI 

NB SB NB SB 

Section 1 3.5” AC overlay 50.7 60.1 53.3 49.3 

Section 2 5.0” AC overlay 49.2 48.0 54.8 50.3 

Section 3 Mine & Blend 41.8 55.7 61.5 50.5 

Table 6: Average IRI values for each research section 

 

The ride data above was collected with an Ames Engineering Model 6200 “LISA” roline 

laser profiler.  The lasers are mounted on a John Deere Gator and the ride data was 

collected by Materials and Research personnel.  The data used to obtain these 

averages is located in Appendix D. 

 

Summary 

 Project NH-6-081(055)204 was delayed until summer 2008, at which point the 

entire length was reconstructed as a mine and blend project. For this reason, research 

concerning this section has been terminated. 

Project NH-6-081(053)192 which runs from RP 192.427 to 204.453 was 

constructed as specified in the design portion of this report.  The contractor was 

Northstar Material Inc and the cost was $3,131,856.   

The 3.5” overlay had more visible distresses than the 5.0” overlay, which had 

more than the mine & blend section.   
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The tables below summarize the evaluation information gathered up until this 

point. 

NH-6-081(053)192 

Section 
Rehab Strategy 

RP 
Test Section 

Length 
Distresses (11/25/08) 

1 3.5” AC overlay 192.427-196.000 3.573 mi 129 transverse cracks 

2 5.0” AC overlay 196.000-203.000 7 mi 190 transverse cracks 

3 Mine and Blend 203.000-204.453 1.453 mi 2 transverse cracks 

Table 3: Distresses located in each research section 

 

 

NH-6-081(053)192 

Location Rehab Strategy 
9/21/2005 11/25/2008 

Average IRI Average IRI 

NB SB NB SB 

Section 1 3.5” AC overlay 50.7 60.1 53.3 49.3 

Section 2 5.0” AC overlay 49.2 48.0 54.8 50.3 

Section 3 Mine & Blend 41.8 55.7 61.5 50.5 

Table 6: Average IRI values for each research section 

 

Materials and Research will evaluate these sections until 2025 or until failure.  An 

evaluation will be conducted again in the fall of 2010.  This will consist of measuring the 

ride with the profiler and recording the visual distresses in the asphalt. 
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Proposed Typical Sections 
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IRI Data 

           Northbound Roadway       

                  

    Average     Average     Average 

From To IRI(in/mi) From To IRI(in/mi) From To IRI(in/mi) 

                  

0+00 5+28 67.45 248+16 253+44 67.11 496+32 501+60 43.59 

5+28 10+56 51.68 253+44 258+72 46.82 501+60 506+88 44.22 

10+56 15+84 46.71 258+72 264+00 50.81 506+88 512+16 42.48 

15+84 21+12 41.14 264+00 269+28 51.13 512+16 517+44 54.49 

21+12 26+40 36.86 269+28 274+56 55.02 517+44 522+72 64.24 

26+40 31+68 48.54 274+56 279+84 62.73 522+72 528+00 65.15 

31+68 36+96 55.54 279+84 285+12 44.03 528+00 533+28 51.07 

36+96 42+24 47.51 285+12 290+40 58.79 533+28 538+56 46.88 

42+24 47+52 50.86 290+40 295+68 63.3 538+56 543+84 47.29 

47+52 52+80 44.46 295+68 300+96 71.07 543+84 549+12 40.31 

52+80 58+08 36.38 300+96 306+24 83.34 549+12 554+40 53.2 

58+08 63+36 47.65 306+24 311+52 70.18 554+40 559+68 47.61 

63+36 68+64 51.25 311+52 316+80 60.02 559+68 564+96 41.17 

68+64 73+92 44.28 316+80 322+08 37.88 564+96 570+24 41.37 

73+92 79+20 44.57 322+08 327+36 41.59 570+24 575+52 54.88 

79+20 84+48 50.98 327+36 332+64 39.5 575+52 580+80 37.92 

84+48 89+76 45.63 332+64 337+92 46.55 580+80 586+08 37.68 

89+76 95+04 39.5 337+92 343+20 45.46 586+08 591+36 45.52 

95+04 100+32 40.07 343+20 348+48 39.45 591+36 596+64 36.15 

100+32 105+60 44.47 348+48 353+76 37.61 596+64 601+92 42.66 

105+60 110+88 53.02 353+76 359+04 41.07 601+92 607+20 36.08 

110+88 116+16 42.51 359+04 364+32 51.33 607+20 612+48 36.25 

116+16 121+44 58.92 364+32 369+60 43.03 612+48 617+76 36.73 

121+44 126+72 40.04 369+60 374+88 46.82 617+76 623+04 40.25 

126+72 132+00 53.75 374+88 380+16 51.56 623+04 628+32 40.61 

132+00 137+28 62.04 380+16 385+44 49.93 628+32 633+60 55.18 

137+28 142+56 65.48 385+44 390+72 48.29 633+60 634+32 86.77 

142+56 147+84 56.81 390+72 396+00 53.6       

147+84 153+12 69.3 396+00 401+28 43.06   Proj Avg 48.68 

153+12 158+40 48.22 401+28 406+56 51.46       

158+40 163+68 59.08 406+56 411+84 34.95       

163+68 168+96 65.26 411+84 417+12 41.16       

168+96 174+24 53.12 417+12 422+40 43.85       

174+24 179+52 49.77 422+40 427+68 42.49       

179+52 184+80 49.81 427+68 432+96 45.85       

184+80 190+08 50.85 432+96 438+24 38.3       

190+08 195+36 52.23 438+24 443+52 46.57       

195+36 200+64 50.91 443+52 448+80 41.17       

200+64 205+92 46.24 448+80 454+08 48.71       

205+92 211+20 48.93 454+08 459+36 41.88       

211+20 216+48 45.11 459+36 464+64 41.62       

216+48 221+76 57.9 464+64 469+92 49.64       

221+76 227+04 48.5 469+92 475+20 50.18       

227+04 232+32 44.52 475+20 480+48 40.07       

232+32 237+60 46.53 480+48 485+76 41.97       

237+60 242+88 52.21 485+76 491+04 52.77       

242+88 248+16 50.46 491+04 496+32 42.15       
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           Southbound Roadway       

                  

    Average     Average     Average 

From To IRI(in/mi) From To IRI(in/mi) From To IRI(in/mi) 

                  

0+00 5+28 69.96 248+16 253+44 49.08 496+32 501+60 76.93 

5+28 10+56 52.78 253+44 258+72 37.55 501+60 506+88 74.84 

10+56 15+84 50.34 258+72 264+00 37.37 506+88 512+16 63.3 

15+84 21+12 51.41 264+00 269+28 38.47 512+16 517+44 58.91 

21+12 26+40 52.54 269+28 274+56 46.39 517+44 522+72 61.73 

26+40 31+68 59.21 274+56 279+84 37.6 522+72 528+00 74.17 

31+68 36+96 50.29 279+84 285+12 34.8 528+00 533+28 69.21 

36+96 42+24 66.43 285+12 290+40 40.38 533+28 538+56 45.94 

42+24 47+52 58.46 290+40 295+68 38.33 538+56 543+84 50.6 

47+52 52+80 60.27 295+68 300+96 41.32 543+84 549+12 58.14 

52+80 58+08 51.43 300+96 306+24 39.58 549+12 554+40 64.3 

58+08 63+36 46.33 306+24 311+52 49.85 554+40 559+68 59.51 

63+36 68+64 51.68 311+52 316+80 41.09 559+68 564+96 61.26 

68+64 73+92 55.15 316+80 322+08 49.87 564+96 570+24 58.7 

73+92 79+20 56.68 322+08 327+36 50.02 570+24 575+52 72.1 

79+20 84+48 63.42 327+36 332+64 63.34 575+52 580+80 52.18 

84+48 89+76 42.16 332+64 337+92 51.06 580+80 586+08 87.3 

89+76 95+04 45.94 337+92 343+20 48 586+08 591+36 61.96 

95+04 100+32 53.39 343+20 348+48 54.23 591+36 596+64 53.39 

100+32 105+60 49.99 348+48 353+76 59.27 596+64 601+92 50.06 

105+60 110+88 55.77 353+76 359+04 61.69 601+92 607+20 81.58 

110+88 116+16 70.14 359+04 364+32 45.63 607+20 612+48 48.07 

116+16 121+44 59.23 364+32 369+60 81.54 612+48 617+76 53.76 

121+44 126+72 45.26 369+60 374+88 64.79 617+76 623+04 59.41 

126+72 132+00 38.68 374+88 380+16 40.3 623+04 628+32 58.74 

132+00 137+28 40.34 380+16 385+44 41.56 628+32 633+12 68.34 

137+28 142+56 61.95 385+44 390+72 62.65       

142+56 147+84 43.16 390+72 396+00 51.54       

147+84 153+12 40.03 396+00 401+28 55.09   Proj Avg 52.55 

153+12 158+40 40.67 401+28 406+56 55.24       

158+40 163+68 42.08 406+56 411+84 47.23       

163+68 168+96 37.94 411+84 417+12 52.11       

168+96 174+24 35.74 417+12 422+40 52.6       

174+24 179+52 44.77 422+40 427+68 47.96       

179+52 184+80 43.36 427+68 432+96 58.78       

184+80 190+08 41.41 432+96 438+24 60.66       

190+08 195+36 45.43 438+24 443+52 57.76       

195+36 200+64 38.05 443+52 448+80 44.68       

200+64 205+92 45.21 448+80 454+08 57.18       

205+92 211+20 36.42 454+08 459+36 43.21       

211+20 216+48 46.19 459+36 464+64 49.57       

216+48 221+76 46.56 464+64 469+92 44.8       

221+76 227+04 38.5 469+92 475+20 58.71       

227+04 232+32 39.09 475+20 480+48 60.56       

232+32 237+60 43.56 480+48 485+76 44.06       

237+60 242+88 49.18 485+76 491+04 66.77       

242+88 248+16 54.1 491+04 496+32 58.53       

Note: Stations do not correspond to typical sections.
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Pavement Distress and Ride Data 

The table below shows data collected with the pathways van in the northbound lane of 

Hwy 81. Data from RP 192 to 204 was taken after construction. 

Northbound Lane 2006 

RP Ride 
Date 

Coll 

IRI 

in/mi 

Dis 

Scr 

Avg 

Rut 

(in) 

PRPI 
A 

C 

B 

L 

D 

L 

C 

T 

C 

B 

C 

R 

W 

B 

P 

R 

T 

192.000 3.42 9/27/05 87 88 0.08 Good 0 0 4 7 0 0 0 0 

193.000 4.29 9/27/05 48 99 0.01 Excl 0 0 0 0 0 0 0 0 

194.000 4.28 9/27/05 48 99 0.02 Excl 0 0 0 0 0 0 0 0 

195.000 4.06 9/27/05 58 99 0.06 Good 0 0 0 0 0 0 0 0 

196.000 4.20 9/27/05 52 99 0.08 Good 0 0 0 0 0 0 0 0 

197.000 4.01 9/27/05 60 99 0.09 Good 0 0 0 0 0 0 0 0 

198.000 4.26 9/27/05 49 99 0.09 Excl 0 0 0 0 0 0 0 0 

199.000 4.27 9/27/05 49 99 0.07 Excl 0 0 0 0 0 0 0 0 

200.000 4.36 9/27/05 45 99 0.07 Excl 0 0 0 0 0 0 0 0 

201.000 4.35 9/27/05 45 99 0.08 Excl 0 0 0 0 0 0 0 0 

202.000 4.25 9/27/05 50 99 0.06 Excl 0 0 0 0 0 0 0 0 

203.000 4.42 9/27/05 42 99 0.04 Excl 0 0 0 0 0 0 0 0 

204.000 3.11 9/27/05 102 99 0.10 Good 0 0 0 0 0 0 0 0 

205.000 1.19 9/27/05 216 47 0.21 Poor 14 0 7 7 6 0 14 4 

206.000 1.59 9/27/05 186 69 0.15 Fair 6 0 7 7 0 2 8 0 

207.000 2.12 9/27/05 153 87 0.20 Fair 0 0 1 1 0 0 6 4 

208.000 1.53 9/27/05 190 51 0.19 Poor 10 0 7 8 7 0 12 4 

209.000 2.17 9/27/05 150 58 0.19 Fair 10 0 7 7 5 0 8 4 

210.000 1.58 9/27/05 186 63 0.23 Poor 6 0 7 7 4 0 8 4 

211.000 2.04 9/27/05 157 58 0.19 Fair 10 0 7 7 5 0 8 4 

212.000 1.78 9/27/05 173 63 0.14 Poor 10 0 7 7 4 0 8 0 

213.000 1.38 9/27/05 200 55 0.22 Poor 10 0 7 7 6 0 10 4 

214.000 0.91 9/27/05 245 55 0.25 Poor 10 0 7 7 6 0 10 4 

215.000 1.22 9/27/05 213 56 0.25 Poor 10 0 7 7 5 0 10 4 

216.000 1.28 9/27/05 208 56 0.24 Poor 10 0 7 7 5 0 10 4 

217.000 1.22 9/27/05 213 54 0.24 Poor 12 0 7 7 3 0 12 4 

218.000 2.00 9/27/05 160 56 0.17 Poor 10 0 7 7 3 0 12 4 
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The table below shows data collected with the pathways van in the southbound lane of 

Hwy 81. Data from RP 192 to 204 was not recorded because data was collected during 

construction. 

 

Southbound Lane 2005 

RP Ride 
Date 

Coll 

IRI 

in/mi 

Dis 

Scr 

Avg 

Rut 

(in) 

PRPI 
A 

C 

B 

L 

D 

L 

C 

T 

C 

B 

C 

R 

W 

B 

P 

R 

T 

192.0 to 

203.0 
NA NA NA NA NA NA NA NA NA NA NA NA NA NA 

204.000 2.13 9/22/04 152 61 0.20 Fair 14 0 7 7 4 0 6 0 

205.000 1.02 9/22/04 232 47 0.23 Poor 14 0 7 7 6 0 14 4 

206.000 1.82 9/22/04 170 69 0.14 Fair 6 0 7 7 6 0 14 4 

207.000 1.42 9/22/04 197 63 0.25 Poor 10 0 4 8 2 0 8 4 

208.000 1.74 9/22/04 176 51 0.22 Fair 10 0 7 8 7 0 12 4 

209.000 1.67 9/22/04 180 58 0.23 Poor 10 0 7 7 5 0 8 4 

210.000 1.18 9/22/04 217 63 0.24 Poor 6 0 7 7 4 0 8 4 

211.000 1.37 9/22/04 201 58 0.19 Poor 10 0 7 7 5 0 8 4 

212.000 1.56 9/22/04 187 59 0.18 Poor 10 0 7 7 4 0 8 4 

213.000 0.82 9/22/04 257 55 0.23 Poor 10 0 7 7 6 0 8 4 

214.000 0.92 9/22/04 243 55 0.24 Poor 10 0 7 7 6 0 8 4 

215.000 0.82 9/22/04 258 56 0.26 Poor 10 0 7 7 5 0 10 4 

216.000 1.20 9/22/04 215 55 0.23 Poor 10 0 7 7 6 0 10 4 

217.000 1.07 9/22/04 227 54 0.20 Poor 12 0 7 7 3 0 12 4 

218.000 2.09 9/22/04 155 56 0.19 Poor 10 0 7 7 3 0 12 4 



Rehabilitation Strategies on Ride ND 2003-01 Evaluation Report 

North Dakota Department of Transportation C-4 Materials & Research Division 

The table below shows data collected with the pathways van in the northbound lane of 

Hwy 81. The data was collected before construction. 

 

Northbound Lane 2004 

RP Ride 
Year 

Coll 

IRI 

in/mi 

Dis 

Scr 

Avg 

Rut 

(in) 

PRPI 
A 

C 

B 

L 

D 

L 

C 

T 

C 

B 

C 

R 

W 

B 

P 

R 

T 

192.000 2.10 2004 154 89 0.11 Fair 2 0 4 4 0 0 0 0 

193.000 2.25 2004 145 75 0.10 Fair 2 0 4 7 5 0 6 0 

194.000 2.30 2004 143 76 0.08 Fair 2 0 4 7 4 0 6 0 

195.000 2.07 2004 156 64 0.28 Fair 2 0 7 7 4 0 6 9 

196.000 2.29 2004 143 72 0.28 Fair 2 0 7 7 1 0 6 4 

197.000 2.02 2004 159 63 0.15 Fair 8 0 7 7 4 0 6 4 

198.000 2.22 2004 147 64 0.23 Fair 4 0 7 8 6 0 6 4 

199.000 1.77 2004 174 67 0.27 Fair 2 0 7 7 6 0 6 4 

200.000 2.02 2004 159 57 0.36 Fair 2 0 7 7 6 0 6 4 

201.000 2.15 2004 151 63 0.28 Fair 12 0 7 7 6 0 0 4 

202.000 2.22 2004 147 65 0.29 Fair 10 0 7 7 6 0 0 4 

203.000 2.41 2004 137 63 0.33 Good 2 0 7 7 5 0 6 9 

204.000 2.35 2004 140 60 0.18 Fair 14 0 4 7 4 0 6 4 

205.000 1.65 2004 181 33 0.19 Poor 14 0 7 7 6 0 14 18 

206.000 2.08 2004 155 80 0.13 Fair 2 0 4 7 0 0 6 0 

207.000 1.96 2004 162 63 0.17 Fair 8 0 7 8 1 0 8 4 

208.000 1.86 2004 168 53 0.18 Fair 8 0 7 8 7 0 12 4 

209.000 2.04 2004 157 62 0.19 Fair 8 0 7 7 5 0 6 4 

210.000 1.99 2004 160 67 0.22 Poor 2 0 7 7 4 0 8 4 

211.000 1.82 2004 170 64 0.18 Fair 6 0 7 7 5 0 6 4 

212.000 1.85 2004 169 67 0.14 Fair 8 0 7 7 4 0 6 0 

213.000 1.89 2004 166 63 0.19 Fair 8 0 7 7 6 0 8 0 

214.000 1.81 2004 171 59 0.20 Fair 6 0 7 7 6 0 10 4 

215.000 1.99 2004 160 60 0.22 Fair 8 0 7 7 5 0 8 4 

216.000 2.07 2004 156 59 0.21 Fair 8 0 7 7 6 0 8 4 

217.000 2.11 2004 156 59 0.21 Fair 10 0 7 7 3 0 8 4 

218.000 2.14 2004 152 58 0.16 Poor 8 0 7 7 3 0 12 4 
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The table below shows data collected with the pathways van in the southbound lane of 

Hwy 81. The data was collected before construction. 

 

Southbound Lane 2003 

RP Ride 
Year 

Coll 

IRI 

in/mi 

Dis 

Scr 

Avg 

Rut 

(in) 

PRPI 
A 

C 

B 

L 

D 

L 

C 

T 

C 

B 

C 

R 

W 

B 

P 

R 

T 

192.000 2.81 2003 116 95 0.05 Poor 0 0 0 4 0 0 0 0 

193.000 3.11 2003 102 75 0.03 Fair 2 0 4 7 5 0 6 0 

194.000 3.37 2003 89 79 0.05 Fair 2 0 1 7 4 0 6 0 

195.000 3.16 2003 99 73 0.15 Fair 2 0 7 7 4 0 6 0 

196.000 2.44 2003 135 76 0.20 Poor 2 0 7 7 1 0  6 0 

197.000 3.02 2003 106 86 0.12 Fair 0 0 0 7 0 0 6 0 

198.000 3.11 2003 102 68 0.12 Fair 4 0 7 8 6 0 6 0 

199.000 2.75 2003 119 71 0.14 Poor 2 0 7 7 6 0 6 0 

200.000 3.14 2003 100 66 0.14 Fair 2 0 7 7 9 0 8 0 

201.000 2.51 2003 131 70 0.15 Poor 12 0 4 7 6 0 0 0 

202.000 2.83 2003 115 69 0.20 Poor 10 0 7 7 6 0 0 0 

203.000 3.21 2003 96 80 0.13 Fair 0 0 4 7 2 0 6 0 

204.000 2.98 2003 107 80 0.09 Poor 2 0 0 7 4 0 6 0 

205.000 2.50 2003 132 66 0.07 Poor 8 0 4 7 6 0 8 0 

206.000 3.11 2003 102 83 0.08 Fair 2 0 1 7 0 0 6 0 

207.000 3.17 2003 98 67 0.07 Fair 8 0 7 8 1 0 8 0 

208.000 3.06 2003 104 57 0.06 Fair 8 0 7 8 7 0 12 0 

209.000 3.01 2003 107 66 0.15 Fair 8 0 7 7 5 0 6 0 

210.000 2.61 2003 126 71 0.10 Poor 2 0 7 7 4 0 8 0 

211.000 2.70 2003 122 68 0.19 Poor 6 0 7 7 5 0 6 0 

212.000 2.66 2003 124 67 0.15 Poor 8 0 7 7 4 0 6 0 

213.000 2.92 2003 110 63 0.15 Poor 8 0 7 7 6 0 8 0 

214.000 2.57 2003 128 67 0.17 Poor 2 0 7 7 6 0 10 0 

215.000 3.02 2003 106 64 0.16 Fair 8 0 7 7 5 0 8 0 

216.000 2.95 2003 109 63 0.16 Fair 8 0 7 7 6 0 8 0 

217.000 3.07 2003 103 64 0.05 Fair 10 0 7 7 3 0 8 0 

218.000 3.04 2003 105 62 0.09 Poor 8 0 7 7 3 0 12 0 
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The table below shows the data collected in November 2008 with an Ames Engineering 

Model 6200 “LISA” profiler in the northbound lane. 

ProVAL Report - 
2.73.0032 NORTHBOUND RUN 

Untitled                 

          BEGINS @ 192.247 

 
    

Analysis - Ride Statistics at Intervals ENDS @ 204.273 

 
    

Input Value Unit             

Use Point Reset No   
          

 Segment Length 528 ft             
Apply 250mm Filter Yes               

                  

SB1 - 0.0 to 62547.0 ft               

  LElev. RElev.             

Interval (ft) 
IRI 

(in/mi) 
IRI 

(in/mi) 
MRI 

(in/mi)           

0 to 528 94.8 114.6 104.7 

  

        

528 to 1,056 70.8 70.7 70.8         

1,056 to 1,584 49.1 49.5 49.3         

1,584 to 2,112 49.1 60.1 54.6         

2,112 to 2,640 45.5 58.7 52.1         

2,640 to 3,168 51.3 63.3 57.3         

3,168 to 3,696 51 52.2 51.6         

3,696 to 4,224 66.1 68.8 67.4         

4,224 to 4,752 54 63.3 58.6         

4,752 to 5,280 55.2 57.1 56.1         

5,280 to 5,808 48.9 52.9 50.9         

5,808 to 6,336 49.2 49 49.1         

6,336 to 6,864 51 53.3 52.2         

6,864 to 7,392 61.1 62.1 61.6         

7,392 to 7,920 50.2 58.9 54.6         

7,920 to 8,448 61.3 59.1 60.2         

8,448 to 8,976 46.2 46.4 46.3         

8,976 to 9,504 47.2 48.9 48.1         

9,504 to 10,032 53 57.2 55.1         

10,032 to 10,560 53.2 52.6 52.9         

10,560 to 11,088 69.4 58.9 64.1         

11,088 to 11,616 65.4 74.1 69.7         

11,616 to 12,144 59.9 62.3 61.1         

12,144 to 12,672 46.4 50.7 48.5         

12,672 to 13,200 45.3 42 43.6         

13,200 to 13,728 38.8 38.6 38.7         

13,728 to 14,256 48.7 51 49.9         

14,256 to 14,784 52.4 47.5 50         

14,784 to 15,312 40.8 43.3 42         

15,312 to 15,840 44.3 44.3 44.3         

15,840 to 16,368 41.2 45.9 43.6         

16,368 to 16,896 38.7 44.7 41.7         
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  LElev. RElev.   

 

        

Interval (ft) 
IRI 

(in/mi) 

IRI 

(in/mi) 

MRI 

(in/mi) 
    16,896 to 17,424 38 35.3 36.7 

    17,424 to 17,952 48.1 46.3 47.2 

    17,952 to 18,480 47.8 42.6 45.2         

18,480 to 19,008 39.9 40.2 40         

19,008 to 19,536 51.1 45.6 48.4         

19,536 to 20,064 38.9 40.5 39.7 

  

        

20,064 to 20,592 44.9 40.3 42.6         

20,592 to 21,120 35.8 34.2 35         

21,120 to 21,648 57.2 56.4 56.8         

21,648 to 22,176 53.6 59.8 56.7         

22,176 to 22,704 39.6 42.1 40.8         

22,704 to 23,232 48.7 44.8 46.7         

23,232 to 23,760 44 51.2 47.6         

23,760 to 24,288 54.1 59.6 56.8         

24,288 to 24,816 55 60.1 57.6         

24,816 to 25,344 48.7 51.9 50.3         

25,344 to 25,872 42.8 46.2 44.5         

25,872 to 26,400 41.1 47.1 44.1         

26,400 to 26,928 45.1 45.6 45.4         

26,928 to 27,456 48.2 45.1 46.7         

27,456 to 27,984 43.8 40.6 42.2         

27,984 to 28,512 35 33.8 34.4         

28,512 to 29,040 38.8 40.5 39.7         

29,040 to 29,568 40.9 42.2 41.6         

29,568 to 30,096 45.5 46.4 46         

30,096 to 30,624 37.7 42.2 40         

30,624 to 31,152 51.3 45.7 48.5         

31,152 to 31,680 41.3 47.4 44.3         

31,680 to 32,208 50.7 51 50.8         

32,208 to 32,736 61.5 59.4 60.4         

32,736 to 33,264 58.6 53.6 56.1         

33,264 to 33,792 48 55.9 52         

33,792 to 34,320 50.9 51.1 51         

34,320 to 34,848 54.2 59.8 57         

34,848 to 35,376 61.9 70.6 66.2         

35,376 to 35,904 60.3 60.5 60.4         

35,904 to 36,432 52.7 47 49.8         

36,432 to 36,960 67.3 73.4 70.3         

36,960 to 37,488 68.1 72.6 70.4         

37,488 to 38,016 52.1 56.3 54.2         

38,016 to 38,544 51 42.5 46.8         

38,544 to 39,072 66.5 71.3 68.9         

39,072 to 39,600 51.4 49.8 50.6         

39,600 to 40,128 56.3 56.4 56.4         

40,128 to 40,656 50 51.1 50.5         

40,656 to 41,184 45 47.8 46.4         

41,184 to 41,712 45.8 47.2 46.5         

41,712 to 42,240 56.5 53.5 55         

42,240 to 42,768 43.5 42.8 43.2         

42,768 to 43,296 45.6 54.6 50.1         

43,296 to 43,824 54.4 54.5 54.5         

43,824 to 44,352 50.2 51.1 50.7         

44,352 to 44,880 55.9 52.1 54         

44,880 to 45,408 52.4 55.7 54         
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  LElev. RElev.   

 

    
Interval (ft) 

IRI 

(in/mi) 

IRI 

(in/mi) 

MRI 

(in/mi) 
    45,408 to 45,936 51.1 53.2 52.2 

    45,936 to 46,464 53.3 53.5 53.4 

    46,464 to 46,992 51 51.3 51.2 

    46,992 to 47,520 54.2 56.4 55.3 

    47,520 to 48,048 64 72.3 68.1 

    48,048 to 48,576 48 45.5 46.7 

    48,576 to 49,104 77.7 76.3 77         

49,104 to 49,632 76.5 73.3 74.9         

49,632 to 50,160 71.9 96.8 84.3         

50,160 to 50,688 66.3 79.9 73.1         

50,688 to 51,216 67.1 67.3 67.2         

51,216 to 51,744 62.2 65.2 63.7         

51,744 to 52,272 58.2 58 58.1         

52,272 to 52,800 69.4 64.4 66.9         

52,800 to 53,328 68.4 59.8 64.1         

53,328 to 53,856 73.6 68.7 71.1         

53,856 to 54,384 90.6 78.4 84.5         

54,384 to 54,912 71.1 68.1 69.6         

54,912 to 55,440 78.8 70.5 74.6         

55,440 to 55,968 60 59.4 59.7         

55,968 to 56,496 61.6 60.7 61.2         

56,496 to 57,024 58.5 57.7 58.1         

57,024 to 57,552 73.5 67.7 70.6         

57,552 to 58,080 51.1 55.8 53.5         

58,080 to 58,608 65.1 72.9 69         

58,608 to 59,136 60.2 59 59.6         

59,136 to 59,664 58.2 56.4 57.3         

59,664 to 60,192 52.2 48.7 50.5           

60,192 to 60,720 75.1 74.8 75           

60,720 to 61,248 57.9 62.1 60           

61,248 to 61,776 56.1 49.4 52.8           

61,776 to 62,304 62.7 65.2 64           

62,304 to 62,547 61.3 74.3 67.8           
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The table below shows the data collected November 2008 with an Ames Engineering 

Model 6200 “LISA” profiler in the southbound lane. 

ProVAL Report - 
2.73.0032         

Untitled         SOUTHBOUND RUN 
                  

Analysis - Ride Statistics at Intervals BEGINS @ 204.273     

Input Value Unit     ENDS @ 192.427     
Use Point Reset No               
Segment Length 528 ft             
Apply 250mm Filter Yes               

                  

NB1 - 0.0 to 62547.0 ft               

  LElev. RElev.             

Interval (ft) 
IRI 

(in/mi) 
IRI 

(in/mi) 
MRI 

(in/mi)           

0 to 528 52.3 55.5 53.9 

  

        

528 to 1,056 45.8 49.4 47.6         

1,056 to 1,584 44.6 45.3 45         

1,584 to 2,112 55.4 55.8 55.6         

2,112 to 2,640 53.8 55.7 54.7         

2,640 to 3,168 44.7 47.8 46.3         

3,168 to 3,696 52.9 58.1 55.5         

3,696 to 4,224 49 49.5 49.3         

4,224 to 4,752 46.8 43.9 45.4         

4,752 to 5,280 46.5 47.5 47         

5,280 to 5,808 54.8 56.9 55.8         

5,808 to 6,336 51.1 56.8 54         

6,336 to 6,864 48 44.4 46.2         

6,864 to 7,392 56.4 58.3 57.3 

  

        

7,392 to 7,920 64.5 62.4 63.4         

7,920 to 8,448 46.2 47 46.6         

8,448 to 8,976 42.8 40.4 41.6         

8,976 to 9,504 49 44.6 46.8         

9,504 to 10,032 55.7 52.3 54         

10,032 to 10,560 54.7 61.1 57.9         

10,560 to 11,088 50.7 56.2 53.5         

11,088 to 11,616 52.6 51 51.8         

11,616 to 12,144 62.4 64.3 63.3         

12,144 to 12,672 45.4 67.6 56.5         

12,672 to 13,200 68.3 79.9 74.1         

13,200 to 13,728 58.4 56.4 57.4         

13,728 to 14,256 50.4 56.8 53.6         

14,256 to 14,784 49.6 54.8 52.2         

14,784 to 15,312 49.1 46.6 47.9         

15,312 to 15,840 52.3 60.3 56.3         

15,840 to 16,368 47.7 54.3 51         

16,368 to 16,896 44.2 44.3 44.3         

16,896 to 17,424 42 49.2 45.6         

17,424 to 17,952 54.7 54 54.4         
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  LElev. RElev.   

 

    
Interval (ft) 

IRI 

(in/mi) 

IRI 

(in/mi) 

MRI 

(in/mi) 
    17,952 to 18,480 45 44.8 44.9         

18,480 to 19,008 45.3 44.4 44.9         

19,008 to 19,536 44.3 45.2 44.7         

19,536 to 20,064 40.5 42.4 41.4         

20,064 to 20,592 46.8 44.8 45.8         

20,592 to 21,120 46.8 49.5 48.2         

21,120 to 21,648 48.5 46.5 47.5         

21,648 to 22,176 48.4 44.2 46.3         

22,176 to 22,704 48.8 42 45.4         

22,704 to 23,232 43.9 41.6 42.7         

23,232 to 23,760 48.5 54.3 51.4         

23,760 to 24,288 63.7 73.9 68.8         

24,288 to 24,816 40.4 39.9 40.1         

24,816 to 25,344 53.1 55.4 54.2         

25,344 to 25,872 55.1 43.7 49.4         

25,872 to 26,400 46 45.6 45.8         

26,400 to 26,928 58.7 47.9 53.3         

26,928 to 27,456 42.6 49.5 46.1         

27,456 to 27,984 50.7 54.2 52.5         

27,984 to 28,512 55.9 59.8 57.9         

28,512 to 29,040 58.4 55.6 57         

29,040 to 29,568 66.5 61.1 63.8         

29,568 to 30,096 78.3 81.4 79.8         

30,096 to 30,624 66.8 71.7 69.3         

30,624 to 31,152 39.2 40 39.6         

31,152 to 31,680 45.8 44.9 45.3         

31,680 to 32,208 46.1 50.7 48.4         

32,208 to 32,736 45 45.8 45.4         

32,736 to 33,264 49.7 54 51.9         

33,264 to 33,792 42.7 39.6 41.2         

33,792 to 34,320 40.7 35.8 38.2         

34,320 to 34,848 41.4 44.2 42.8         

34,848 to 35,376 45.2 44.6 44.9         

35,376 to 35,904 47.9 50.8 49.3         

35,904 to 36,432 46.4 46.4 46.4         

36,432 to 36,960 45.1 46.9 46         

36,960 to 37,488 50.4 59.6 55         

37,488 to 38,016 50 51.4 50.7         

38,016 to 38,544 49.9 52.1 51         

38,544 to 39,072 45.7 49.8 47.7         

39,072 to 39,600 42.2 48.2 45.2         

39,600 to 40,128 45.7 48.7 47.2         

40,128 to 40,656 41.9 41.3 41.6         

40,656 to 41,184 53.2 48.1 50.7         

41,184 to 41,712 48.2 47.9 48.1         

41,712 to 42,240 42.7 37.4 40         

42,240 to 42,768 41.4 34 37.7         

42,768 to 43,296 50.6 50.5 50.6         

43,296 to 43,824 49.2 45.9 47.6         

43,824 to 44,352 47.6 41.9 44.7 

  

        

44,352 to 44,880 45.2 39.4 42.3         

44,880 to 45,408 47.3 40.3 43.8         

45,408 to 45,936 42.6 41 41.8         

45,936 to 46,464 47.7 50.3 49         
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Interval (ft) 
IRI 

(in/mi) 

IRI 

(in/mi) 

MRI 

(in/mi)         

46,464 to 46,992 45.4 39.4 42.4         

46,992 to 47,520 45 41.2 43.1 

    47,520 to 48,048 41.8 50.7 46.2 

    48,048 to 48,576 54.8 51.8 53.3 

    48,576 to 49,104 39.6 42 40.8 

    49,104 to 49,632 36.6 41.5 39.1         

49,632 to 50,160 45.8 45.7 45.8         

50,160 to 50,688 40.4 43.6 42         

50,688 to 51,216 89.2 87.6 88.4         

51,216 to 51,744 74.7 93.4 84.1         

51,744 to 52,272 48.3 59.9 54.1         

52,272 to 52,800 57.8 59.2 58.5         

52,800 to 53,328 49.4 51.9 50.6         

53,328 to 53,856 42.5 38.7 40.6         

53,856 to 54,384 50 50.3 50.2         

54,384 to 54,912 68.8 56.2 62.5         

54,912 to 55,440 40.8 38.9 39.8         

55,440 to 55,968 50.1 47.8 49         

55,968 to 56,496 53.9 47.4 50.6         

56,496 to 57,024 41.9 38.8 40.4         

57,024 to 57,552 47.8 40.2 44         

57,552 to 58,080 44.9 42.1 43.5         

58,080 to 58,608 55.9 52.3 54.1         

58,608 to 59,136 47 46 46.5         

59,136 to 59,664 38.2 33.3 35.7         

59,664 to 60,192 36.2 39.8 38         

60,192 to 60,720 44.2 39.6 41.9         

60,720 to 61,248 40.7 34.2 37.5         

61,248 to 61,776 49 45.7 47.3         

61,776 to 62,304 55.4 52.8 54.1         

62,304 to 62,547 99.7 75.2 87.5         
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